TVA TDEC Program
Facility: Cumberland Fossil Plant
SDG: 4901641091

Lab Sample ID

490-164109-1

Sys Sample Code

CUF-BS-CUF1000ALTA-13.5/15.0-20181129

Sample Name

CUF-BS-CUF1000ALTA-13.5/15.0-20181129

Sample Date 11/29/2018 1:50:00 PM
Location CUF-1000ALTA
Sample Type N
Parent Sample
Analytic Method |Chemical Name CAS Rn Fraction |Result Unit Final Result | Final Reason code Final MDL Final RL Final QL Final Final DF Basis
Qual Detect | Report
Percent Moisture: SO % 18.5
SW-846 6020A Antimony 7440-36-0 T MG/KG 0.314 0.0698 0.0698 0.225 Y Yes 1 DRY
Arsenic 7440-38-2 T MG/KG 88.3 0.0293 0.0293 0.113 Y Yes 1 DRY
Barium 7440-39-3 T MG/KG 66.6 0.0641 0.0641 1.13 Y Yes 1 DRY
Beryllium 7440-41-7 T MG/KG 0.718 0.00844 0.00844 0.113 Y Yes 1 DRY
Boron 7440-42-8 T MG/KG 11.0 0.858 0.858 9.00 Y Yes 1 DRY
Cadmium 7440-43-9 T MG/KG 0.0910 J RL 0.0191 0.0191 0.113 Y Yes 1 DRY
Calcium 7440-70-2 T MG/KG 320000 10.1 10.1 56.3 Y Yes 1 DRY
Chromium 7440-47-3 T MG/KG 11.7 0.0743 0.0743 0.225 Y Yes 1 DRY
Cobalt 7440-48-4 T MG/KG 3.88 0.00934 0.00934 0.0563 Y Yes 1 DRY
Copper 7440-50-8 T MG/KG 6.06 0.127 0.127 0.225 Y Yes 1 DRY
Lead 7439-92-1 T MG/KG 30.7 0.0394 0.0394 0.113 Y Yes 1 DRY
Lithium 7439-93-2 T MG/KG 4.76 0.311 0.311 0.563 Y Yes 1 DRY
Molybdenum 7439-98-7 T MG/KG u* BL 1.41 1.41 1.41 N Yes 1 DRY
Nickel 7440-02-0 T MG/KG 9.76 0.0686 0.0686 0.113 Y Yes 1 DRY
Selenium 7782-49-2 T MG/KG 0.566 0.0675 0.0675 0.563 Y Yes 1 DRY
Silver 7440-22-4 T MG/KG 0.0160 J RL 0.0158 0.0158 0.113 Y Yes 1 DRY
Thallium 7440-28-0 T MG/KG 0.733 0.0146 0.0146 0.113 Y Yes 1 DRY
Vanadium 7440-62-2 T MG/KG 14.2 0.0686 0.0686 0.113 Y Yes 1 DRY
Zinc 7440-66-6 T MG/KG 15.0 0.376 0.376 0.563 Y Yes 1 DRY
SW-846 7471B Mercury 7439-97-6 T MG/KG 0.0827 J RL 0.0356 0.0356 0.119 Y Yes 1 DRY
SW-846 9045D pH at 25 Degrees C  |PH N SuU 7.8 0.1 0.1 0.1 Y Yes 1 WET
SW-846 9056A Chloride 16887-00-6 N MG/KG U 8.66 8.66 12.4 N Yes 1 DRY
Fluoride 16984-48-8 N MG/KG 11.3 J M- 0.990 0.990 1.24 Y Yes 1 DRY
Sulfate 14808-79-8 N MG/KG 10.7 J M-,RL 7.43 7.43 12.4 Y Yes 1 DRY
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TVA TDEC Program
Facility: Cumberland Fossil Plant
SDG: 4901641091

Lab Sample ID

490-164109-2

Sys Sample Code

CUF-BS-CUF1000ALTA-18.0/19.5-20181129

Sample Name

CUF-BS-CUF1000ALTA-18.0/19.5-20181129

Sample Date

11/29/2018 2:26:00 PM

Location CUF-1000ALTA
Sample Type N
Parent Sample
Analytic Method |Chemical Name CAS Rn Fraction |Result Unit Final Result | Final Reason code Final MDL Final RL Final QL Final Final DF Basis
Qual Detect | Report
Percent Moisture: SO % 24.9
SW-846 6020A Antimony 7440-36-0 T MG/KG 0.284 0.0878 0.0878 0.283 Y Yes 1 DRY
Arsenic 7440-38-2 T MG/KG 334 0.0368 0.0368 0.142 Y Yes 1 DRY
Barium 7440-39-3 T MG/KG 108 0.0807 0.0807 1.42 Y Yes 1 DRY
Beryllium 7440-41-7 T MG/KG 1.65 0.0106 0.0106 0.142 Y Yes 1 DRY
Boron 7440-42-8 T MG/KG 23.8 1.08 1.08 11.3 Y Yes 1 DRY
Cadmium 7440-43-9 T MG/KG 0.0545 J RL 0.0241 0.0241 0.142 Y Yes 1 DRY
Calcium 7440-70-2 T MG/KG 125000 12.7 12.7 70.8 Y Yes 1 DRY
Chromium 7440-47-3 T MG/KG 23.1 0.0935 0.0935 0.283 Y Yes 1 DRY
Cobalt 7440-48-4 T MG/KG 5.16 0.0118 0.0118 0.0708 Y Yes 1 DRY
Copper 7440-50-8 T MG/KG 14.0 0.160 0.160 0.283 Y Yes 1 DRY
Lead 7439-92-1 T MG/KG 16.2 0.0496 0.0496 0.142 Y Yes 1 DRY
Lithium 7439-93-2 T MG/KG 17.2 0.391 0.391 0.708 Y Yes 1 DRY
Molybdenum 7439-98-7 T MG/KG u* BL 1.30 1.30 1.30 N Yes 1 DRY
Nickel 7440-02-0 T MG/KG 17.4 0.0864 0.0864 0.142 Y Yes 1 DRY
Selenium 7782-49-2 T MG/KG 0.800 0.0850 0.0850 0.708 Y Yes 1 DRY
Silver 7440-22-4 T MG/KG 0.0201 J RL 0.0198 0.0198 0.142 Y Yes 1 DRY
Thallium 7440-28-0 T MG/KG 0.380 0.0184 0.0184 0.142 Y Yes 1 DRY
Vanadium 7440-62-2 T MG/KG 26.9 0.0864 0.0864 0.142 Y Yes 1 DRY
Zinc 7440-66-6 T MG/KG 37.9 0.473 0.473 0.708 Y Yes 1 DRY
SW-846 7471B Mercury 7439-97-6 T MG/KG 0.0937 J RL 0.0395 0.0395 0.132 Y Yes 1 DRY
SW-846 9045D pH at 25 Degrees C |PH N SuU 7.5 0.1 0.1 0.1 Y Yes 1 WET
SW-846 9056A Chloride 16887-00-6 N MG/KG U 9.43 9.43 135 N Yes 1 DRY
Fluoride 16984-48-8 N MG/KG 6.25 J M- 1.08 1.08 1.35 Y Yes 1 DRY
Sulfate 14808-79-8 N MG/KG uJ M- 8.08 8.08 135 N Yes 1 DRY
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TVA TDEC Program
Facility: Cumberland Fossil Plant
SDG: 4901641091

Lab Sample ID 490-164109-3
Sys Sample Code |CUF-BS-FB08-20181129
Sample Name CUF-BS-FB08-20181129
Sample Date 11/29/2018 4:09:00 PM
Location CUF-1000ALTA
Sample Type FB
Parent Sample
Analytic Method |Chemical Name CAS Rn Fraction |Result Unit Final Result | Final Reason code Final MDL Final RL Final QL Final Final DF Basis
Qual Detect | Report
SW-846 6020A Antimony 7440-36-0 T MG/L U 0.00112 0.00112 0.00200 N Yes 1 NA
Arsenic 7440-38-2 T MG/L U 0.000323 0.000323 0.00100 N Yes 1 NA
Barium 7440-39-3 T MGI/L U 0.000373 0.000373 0.0100 N Yes 1 NA
Beryllium 7440-41-7 T MG/L U 0.0000570 0.0000570 0.00100 N Yes 1 NA
Boron 7440-42-8 T MGI/L U 0.0303 0.0303 0.0800 N Yes 1 NA
Cadmium 7440-43-9 T MG/L U 0.000125 0.000125 0.00100 N Yes 1 NA
Calcium 7440-70-2 T MG/L U 0.116 0.116 0.500 N Yes 1 NA
Chromium 7440-47-3 T MGI/L 0.00125 J RL 0.000631 0.000631 0.00200 Y Yes 1 NA
Cobalt 7440-48-4 T MGI/L U 0.0000750 0.0000750 0.000500 N Yes 1 NA
Copper 7440-50-8 T MG/L U 0.00130 0.00130 0.00200 N Yes 1 NA
Lead 7439-92-1 T MGI/L 0.000229 J RL 0.0000940 0.0000940 0.00100 Y Yes 1 NA
Lithium 7439-93-2 T MG/L U 0.00256 0.00256 0.00500 N Yes 1 NA
Molybdenum 7439-98-7 T MGI/L U 0.000474 0.000474 0.00500 N Yes 1 NA
Nickel 7440-02-0 T MGI/L U 0.000312 0.000312 0.00100 N Yes 1 NA
Selenium 7782-49-2 T MGI/L U 0.000813 0.000813 0.00500 N Yes 1 NA
Silver 7440-22-4 T MGI/L U 0.000121 0.000121 0.00100 N Yes 1 NA
Thallium 7440-28-0 T MGI/L U 0.0000630 0.0000630 0.00100 N Yes 1 NA
Vanadium 7440-62-2 T MG/L 0.00139 0.000899 0.000899 0.00100 Y Yes 1 NA
Zinc 7440-66-6 T MGI/L 0.00301 J RL 0.00242 0.00242 0.00500 Y Yes 1 NA
SW-846 7470A Mercury 7439-97-6 T MGI/L U 0.000100 0.000100 0.000200 N Yes 1 NA
SW-846 9056A Chloride 16887-00-6 N MGI/L 0.226 J LP,RL 0.200 0.200 1.00 Y Yes 1 NA
Fluoride 16984-48-8 N MGI/L U 0.0100 0.0100 0.100 N Yes 1 NA
Sulfate 14808-79-8 N MGI/L U 0.0300 0.0300 1.00 N Yes 1 NA
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