R] LEE GROUP

October 29, 2019

Roy Quinn

TVA Cumberland Fossil Plant
815 Cumberland City Road
Cumberland City, TN 37050

RE: TVA John Sevier Fossil Plant Project/175568225 — Analytical Report
RJ Lee Group Project Number AOH1055771-0

Dear Mr. Quinn,

RJ Lee Group, Inc. (RILG) Monroeville laboratory received 19 samples on October 15, 2019 associated
with Tennessee Valley Authority (TVA) John Sevier Fossil Plant. The samples were logged into RJ Lee
Group project number AOH1055771-0 and assigned RJLG sample numbers as indicated in Appendix A.

The samples were received in good condition with all custody seals in place and intact. Attached in
Appendix A is the signed sample receipt confirmation form, COC and sample receipt check list.

These results are submitted pursuant to RJ Lee Group’s current terms and conditions of sale, including the
company’s standard warranty and limitation of liability provisions. No responsibility or liability is assumed
for the manner in which the results are used or interpreted. Unless notified to return the samples covered
in this report, RJ Lee Group will store them for a period of ninety (90) days before discarding.

Should you have any questions regarding this information, please do not hesitate to contact us.

Sincerely,

Monica McGrath-Koerner
Geologist

Attachments: Chain of Custody Forms
Mineral Identification Report
Polarized Light Microscopy Images, Bench Sheets,
QC Tabulation (when applicable)

WWW.RILG.COM
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Chain of Custody Forms
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ERIMG SOIENTIFIS

Effective Date: October 2019

Form A FOR.002.5

Chain of Custody

Page 1 of 2

RJ Lee Group Work Order #: AOH1055771-0

Project Name/Case #: John Sevier Fossil Plant/175568225

Received From:

Relinquished To:

John Myer
Stantec

601 Grassmere Park Road

Suite 22

Nashville, TN 37211 United States
Main: 615-885-1144

RJLee Group, Inc.
350 Hochberg Road

Monroeville, PA 15146 United States
Main: 724-325-1776 Fax: 724-325-1775

Sample ID Client Sample ID Date Received

10489352 JSF-BS-BG13-1.5/3.5-20191007 10/15/2019 8:56 AM EDT
10489353 JSF-BS-BG13-6.5/8.5-20191007 10/15/2019 8:56 AM EDT
10489354 JSF-BS-BG13-11.5/13.5-20191007 10/15/2019 8:56 AM EDT
10489355 JSF-BS-BG13-16.5/18.5-20191007 10/15/2019 8:56 AM EDT
10489356 JSF-BS-BG13-21.5/23.5-20191007 10/15/2019 8:56 AM EDT
10489357 JSF-BS-BG13-26.5/28.5-20191007 10/15/2019 8:56 AM EDT
10489358 JSF-BS-BG13-0.0/0.5-20191008 10/15/2019 8:56 AM EDT
10489359 JSF-BS-BG14-3.0/5.0-20191008 10/15/2019 8:56 AM EDT
10489360 JSF-BS-BG14-6.5/8.5-20191008 10/15/2019 8:56 AM EDT
10489361 JSF-BS-BG14-11.5/13.5-20191008 10/15/2019 8:56 AM EDT
10489362 JSF-BS-BG14-16.5/18.5-20191008 10/15/2019 8:56 AM EDT
10489363 JSF-BS-BG14-21.5/23.5-20191008 10/15/2019 8:56 AM EDT
10489364 JSF-BS-BG14-0.0/0.5-20191008 10/15/2019 8:56 AM EDT
10489365 JSF-BS-BG15-1.5/3.5-20191008 10/15/2019 8:56 AM EDT
10489366 JSF-BS-BG15-6.5/8.5-20191008 10/15/2019 8:56 AM EDT
10489367 JSF-BS-BG15-11.0/14.0-20191008 10/15/2019 8:56 AM EDT
10489368 JSF-BS-BG15-16.5/18.5-20191008 10/15/2019 8:56 AM EDT
10489369 JSF-BS-BG15-21.5/23.5-20191008 10/15/2019 8:56 AM EDT
10489370 JSF-BS-BG15-0.0/0.5-20191008 10/15/2019 8:56 AM EDT
10489371 QC JSF-BS-BG14-11.5/13.5-20191008 10/15/2019 8:56 AM EDT
10489768 QC _JSF-BS-BG15-11.0/14.0-20191008 10/15/2019 8:56 AM EDT

Oct 17, 2019 12:04 PM EDT

350 Hochberg Road, Monroeville, PA 15146
Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 1 of 2



Received From: John Myer Method of Shipment: Federal Express
Company: Stantec Date: 10/15/2019
Received By: Monica Carse Package Condition Upon Receipt: Sealed
Company: RJ Lee Group, Inc. Date: 10/15/2019
Relinquished Method of Shipment:
Company: Date:
Received By: Package Condition Upon Receipt:
Company: Date:
Relinquished Method of Shipment:
Company: Date:
Received By: Package Condition Upon Receipt:
Company: Date:

Oct 17, 2019 12:04 PM EDT 350 Hochberg Road, Monroeville, PA 15146

Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 2 of 2



RJ Lee Group
Sample Receipt and Log in Check List

Tennessee Valley Authority 10/15/2019 10/15/2019

8:56 AM JSF_BS_20191007_1C

AOH1055771-0 FedEx
7767 0896 6171
As Received Screen Yes No Comments
Were the Coolers received in good condition? v
Was there evidence of tampering? v~
Are Custody Seals intact and in good condition? v
Were Coolers received between 2 and 4 degrees C? /d/ 7

Were all samples intact?

Were all samples accurately labeled?

Was the COC received in good condition?

Did the sample ID on COC match the ID on the sample jars?

Were there any discrepancies among samples and COC?

Is the COC completely filled out?

NNENAAD

Was the COC relinquished properly?

List any anomalies associated with Sample Receipt

Analyst Signature: 7/}? , /’;,a), P J6-5-719

ﬁ"—' 10 -16-19

Manager Signature?




/776‘ /055771 -0 TVA Environmental Investigations

Tennessee Valley Authority COOLER No.: l 1 | o | 1 |
JSF_BS_20191007_1C
Chain-of-Custody / Analytical Request Di t 1__ of _1__ Pages
Chain-of-Custody is a LEGAL DOCUMENT. All relevant fields must be completed and accurate Task Desc:
Required Ship to Lab: Required Project Information: Required Sampler Information
[F5Rame: |RJ Lee Group, Inc. Site 1D #: John Sevier Fossil Plant 457-“;-@ [John Myer
Lab Address: ochberg Roa Project #: 175568225 [Sampling Company: |Stantec
Monroeville, PA 15146 Site Address PLANT 611 OLD HWY 70 S w [601 Grassmere Park Road Suite 22
Rogersville [State, Zip: | [N, 37857 City/State |Nashville, TN_[Phone: | (615) 826-5452
Lab Manager Contact Information [Site PM Name: Roy Quinn H / L/ [a
Lab P: Monica Carse Phone/Fax: 423-751-3753 [Sampling Team Number: |1 ic|*
[Phone/Fax: 776 [Site PM Email: @va.g Send EDD/Hard Copy to: |tva_delv
Analysis Turnaround Time
O CALENDAR DAYS @ WORKING DAYS | =
TAT if different from Below § s h
24 Hours Hi I
Sampic Depth " 3 Business Days ; )]
Depth [setect w g w 5 Business Days q
unit funit 3 ° E ¥ 10 Business Days Jd
A ERHEE 1
* Q ¥ | a
2 SAMPLE ID SAMPLE | & | @ E g 5 sampLe pate | Savee | Comments/ | & <|2
w IDs MUST BE UNIQUE| LOCATION € o o < TIME Q Lab Sample ILD. |2 | |2
= ] c = I L o =18
» w L] s 5
2 i
JSF-BS-BG13-1.5/3520191007 | JSF-BG13 | 15 | 35| BS |G N 10/7/2019 1658 | 1 NIA ° | X
JSF-BS-BG13-6.5/8.5-20191007 JSF-BG13 | 65 [85| BS |G N 10/7/2019 1723 1 N/A o | (X
JSF-BS-BG13-11.5113.520191007 | JSF-BG13 |11.5|135| BS |G N 10/7/2019 1741 1 N/A = | X \
JSF-BS-BG13-16.5/18.520191007 | JSF-BG13 |16.5|185| BS |G N 10/7/2019 1800 1 N/A = | X
JSF-BS-BG13-21.523.5-20191007 | JSF-BG13 [21.5[235| BS |G N 10/7/2019 1818 1 N/A s | IXI
JSF-BS-BG13-26.5/28.520191007 | JSF-BG13 | 26.5|28.5| BS |G N 10/7/2019 1846 | 1 N/A = | X
JSF-BS-BG13-0.0/0520191008 | JSF-BG13 | 0.0 | 05| BS [G N 10/8/2019 0849 | 1 NIA o | X
JSF-BS-BG14-3.055.020191008 | JSF-BG14 | 3.0 | 50 | BS |G N 10/8/2019 0950 | 1 N/A = | X
JSF-BS-BG14-6.5/8.5-20121008 JSF-BG14 [ 65 (85| BS |G N 10/8/2019 1009 1 N/A = | X
0 JSF-BS-BG14-11.513.5-20191008 | JSF-BG14 |11.5[135| BS |G N 10/8/2019 1029 1 N/A = | X
JSF-BS-BG14-16.5/18.520191008 | JSF-BG14 [16.5[18.5| BS |G N 10/8/2019 1050 1 N/A o | X
JSF-BS-BG14-21523520191008 | JSF-BG14 [21.5]|23.5| BS |G N 10/8/2019 1117 1 N/A o | X
JSF-BS-BG14-0.0/0.5-20191008 JSF-BG14 | 0.0 | 05| BS |G N 10/8/2019 1158 1 N/A a | X
JSF-BS-BG15-1.5/3.5-20191008 | JSF-BG15 | 1.5 | 35| BS |G N 10/8/2019 1301 1 N/A = | X
JSF-BS-BG15-6.5/8.5-20191008 JSF-BG15 | 65 [ 85| BS |G N 10/8/2019 1323 1 N/A = | X
JSF-BS-BG15-11.0/14.0-20191008 | JSF-BG15 [11.0[14.0] BS |G N 10/8/2019 1349 | 1 MSMSD |- | |X
JSF-BS-BG15-16.5/18.520181008 | JSF-BG15 [16.5[18.5| BS |G N 10/8/2019 1414 1 N/A = | X
JSF-BS-BG15-21.5/23.520191008 | JSF-BG15 |215|234| BS |G N 10/8/2019 1439 1 N/A = | X
JSF-BS-BG15-0.0/0.5-20191008 JSF-BG15 | 0.0 | 05| BS |G N 10/8/2019 1453 1 N/A = | X
- . RELINQ D o DA ACCEPTED BY/ A o D Sample Receipt Conditions
Additional volume collected should be used for |, uyer e e O¥es; ol [TVes feies
laboratory duplicate analysis. I e Le ke e
——— o Yes o Yes o Yes O Yes
D — ) I oYes  |oves  |ove  |ove
A/ YA+
T © Yes o Yes B Yes o Yes
I i P o No o No a No o No
SHIPPING METHOD: i | SAMPLER NAME AND SIGNATURE ’?-: S ©
/ Fedex John Myer ] . ‘! B
3/4 Flil3i|:
¥ IRERAR

1
Oy
0

ey
Al
[
2

Rea'k By: TL Qaras 1o

Page 10f 1 Form TVA 30067A
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Mineral Identification

Ri—~ ;
AWAL 5 RjLeeGroup, Inc Polarized Light Microscopy (PLM) Laboratory Report
Roy Quinn Report Date: 10/22/2019
TVA Cumberland Fossil Plant Sample Received Date: 10/15/2019
815 Cumberland City Road RJLG Project: AOH1055771-0
Cumberland City, TN 37050 United States Customer COC: JSF_BS 20191007_1C
Email: jrquinn@tva.gov Purchase Order: 4831083
Main: 423-751-3753 Analytical Method: Fly Ash Determination by PLM
Customer Date Date Area %  Non-Fly Ash
Sample #: RJLG ID Analyzed Collected Fly Ash  Components Comments
JSF-BS-BG13-0.0/0.5-20110489358  10/22/2019 10/08/2019 1% Clay Brown Sediment
91008 Misc. Silicates
Opaques
Organic Particulate
Quartz
JSF-BS-BG13-1.5/3.5-20110489352  10/22/2019 10/07/2019 ND Clay Tan Sediment
91007 Misc. Silicates
Opaques
Quartz
JSF-BS-BG13-11.5/13.5-210489354  10/22/2019 10/07/2019 1% Clay Brown Sediment
0191007 Mica
Misc. Silicates
Opaques
Quartz
JSF-BS-BG13-16.5/18.5-210489355  10/22/2019 10/07/2019 2% Clay Brown Sediment
0191007 Misc. Silicates
Opaques
Quartz
AOH1055771-0 350 Hochberg Road, Monroeville, PA 15146 | Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1 of



Customer Date Date Area %  Non-Fly Ash
Sample # : RJLG ID Analyzed Collected Fly Ash  Components Comments
JSF-BS-BG13-21.5/23.5-210489356  10/22/2019 10/07/2019 2% Clay Brown Sediment
0191007 Misc. Silicates

Opaques

Quartz
JSF-BS-BG13-26.5/28.5-210489357  10/22/2019 10/07/2019 3% Clay Beige Sediment
0191007 Misc. Silicates

Opaques

Organic Particulate

Quartz
JSF-BS-BG13-6.5/8.5-20110489353  10/22/2019 10/07/2019 ND Clay Brown Sediment
91007 Misc. Silicates

Opaques

Quartz
JSF-BS-BG14-0.0/0.5-20110489364  10/21/2019 10/08/2019 1% Opaques Brown Sediment
91008 Quartz
JSF-BS-BG14-11.5/13.5-210489361  10/21/2019 10/08/2019 ND Opaques Tan Sediment
0191008 Quartz
JSF-BS-BG14-16.5/18.5-210489362  10/21/2019 10/08/2019 2% Opaques Tan Sediment
0191008 Quartz
JSF-BS-BG14-21.5/23.5-210489363  10/21/2019 10/08/2019 ND Opaques Brown Sediment
0191008 Quartz
JSF-BS-BG14-3.0/5.0-20110489359  10/21/2019 10/08/2019 2% Opaques Tan Sediment
91008 Quartz
JSF-BS-BG14-6.5/8.5-201 10489360  10/21/2019 10/08/2019 1% Opaques Tan Sediment
91008 Quartz
JSF-BS-BG15-0.0/0.5-20110489370  10/21/2019 10/08/2019 3% Opaques Brown Sediment
JSF-BS-BG15-1.5/3.5-201 10489365  10/21/2019 10/08/2019 3% Opaques Brown Sediment
91008 Quartz
JSF-BS-BG15-11.0/14.0-210489367  10/21/2019 10/08/2019 1% Opaques Tan Sediment
0191008 Quartz

AOH1055771-0

350 Hochberg Road, Monroeville, PA 15146 | Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 2 of



Customer Date Date Area %  Non-Fly Ash
Sample # : RJLG ID Analyzed Collected Fly Ash  Components Comments
JSF-BS-BG15-16.5/18.5-210489368  10/21/2019 10/08/2019 2% Opaques Tan Sediment
0191008 Quartz
JSF-BS-BG15-21.5/23.5-210489369  10/21/2019 10/08/2019 2% Opaques Tan Sediment
0191008 Quartz
JSF-BS-BG15-6.5/8.5-20110489366  10/21/2019 10/08/2019 2% Opaques Brown Sediment
91008 Quartz
QC_JSF-BS-BG14-11.5/1 10489371  10/22/2019 10/08/2019 ND NA Tan Sediment
3.5-20191008
QC_JSF-BS-BG15-11.0/1 10489768  10/22/2019 10/08/2019 1% Clay Brown Sediment
4.0-20191008 Opaques

Quartz

AOH1055771-0

350 Hochberg Road, Monroeville, PA 15146 | Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 3 of

4



Disclaimer Notes

* Samples will be returned to client immediately upon the release of final report.

* These results are submitted pursuant to RJ Lee Group’s current terms and conditions of sale, including the company’s standard warranty and limitation of liability provisions. No responsibility or liability is
assumed for the manner in which these results are used or interpreted.

* This test report relates to the items tested.

* Any reproduction of this document must include the entire document in order for the report to be valid.

* This report may not be used to claim product endorsement by NVLAP Lab Code 101208-0 or any agency of the U.S. Government.

* Sample(s) for this project were analyzed at our: Monroeville, PA (AIHA # 100364, NVLAP # 101208-0, NY ELAP # 10884) facility.

* If RJ Lee Group, Inc. did not collect the samples analyzed, the verifiability of the laboratory’s results is limited to the reported values.
* For the purposes of this method, Fly Ash is defined as any particle consistent with Coal Ash.

* The method reporting level is 1% and anything <1% is considered a not-detected.

Quartz — Angular anisotropic particulate with low relief.

Feldspar — Angular to blocky anisotropic particulate, low to moderate relief, biaxial, can have polysynthetic twinning.

Clay — Sheet silicates with polycrystalline or display non-uniform extinction with low to moderate relief, and zero to low birefringence. Clay also refers to particles that are less than 2.0 microns.
Opaques — Opaque is a generic term for a particle that does not transmit light. Opaque minerals are distinguished from opaque bottom ash based on morphology of fracture.
Fly Ash — Isotropic to opaque spheres, agglomeration of spheres, and angular ash particles.

Organic Particulate — Pollen, plant and insect matter, and carbonaceous matter.

Carbonates — High birefringent, can be rhombohedral, with high relief.

Diatoms — Silica rich isotropic particles with various morphologies.

Mica — Sheet silicate with moderate to high relief and low birefringence, mono-crystalline, and normal extinction.

Miscellaneous Silicate — Isotropic and anisotropic silicates, with low to high relief, identification unsure and beyond the scope of the method to identify.

Amphibole — Elongated anisotropic particulate with moderate to high relief.

Coal — Irregular to angular particles with moderate opacity, edges and thin particles are reddish brown in color.

<1% Fly Ash — Fly Ash observed, none counted.

ND — No Fly Ash detected.

AOH1055771-0 350 Hochberg Road, Monroeville, PA 15146 | Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 4 of 4
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RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 2 of 12

Sample JSF-BS-BG13-1.5/3.5-20191007. RILG ID 10489352.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG13-6.5/8.5-20191007. RJLG ID 10489353.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 3 of 12

Sample JSF-BS-BG13-11.5/13.5-20191007. RJLG ID 10489354.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG13-16.5/18.5-20191007. RJLG ID 10489355.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 4 of 12

Sample JSF-BS-BG13-21.5/23.5-20191007. RILG ID 10489356.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG13-26.5/28.5-20191007. RILG ID 10489357.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 5 of 12

Sample JSF-BS-BG13-0.0/0.5-20191008. RJLG ID 10489358.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

e

Sample JSF-BS-BG14-3.0/5.0-20191008. RILG ID 10489359,
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 6 of 12

Sample JSF-BS-BG14-6.5/8.5-20191008. RJLG ID 10489360.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG14-11.5/13.5-20191008. RILG ID 10489361.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 7 of 12

Sample JSF-BS-BG14-16.5/18.5-20191008. RILG ID 10489362.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG14-21.5/23.5-20191008. RILG ID 10489363.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 8 of 12

Sample JSF-BS-BG14-0.0/0.5-20191008. RILG ID 10489364.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG15-1.5/3.5-20191008. RILG ID 10489365.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 9 of 12

Sample JSF-BS-BG15-6.5/8.5-20191008. RJLG ID 10489366.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG15-11.0/14.0-20191008. RILG ID 10489367.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 10 of 12

Sample JSF-BS-BG15-16.5/18.5-20191008. RILG ID 10489368.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample JSF-BS-BG15-21.5/23.5-20191008. RILG ID 10489369.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 11 of 12

Sample JSF-BS-BG15-0.0/0.5-20191008. RJLG ID 10489370.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

Sample QC_JSF-BS-BG14-11.5/13.5-20191008. RILG ID 10489371.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RJ Lee Group, Inc.

Project Number: AOH1055771-0
Appendix C

Page 12 of 12

Sample QC_JSF-BS-BG15-11.0/14.0-20191008. RILG ID 10489768.
Photomicrograph of sample in plane polarized light illustrating overall sample appearance.

WWW.RJLG.COM



RIG © vecorup e Fly Ash Bench Sheet

RJLG ID: 10489352
Customer Sample # : JSF-BS-BG13-1.5/3.5-20191007

Slide1: 0 Slide2: 0 Slide3: 0 Slide4: O Fly Ash % 0%
Non-Fly Ash Clay Other Components:
Components Misc. Silicates
Opaques
Quartz
Results Comments:
Tan Sediment
Analysis Date: 2019-10-22 Analysis Time: 07:15
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07:15:45.31

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: D P‘ Date: J0 /zL //e‘

. 350 Hochberg Road, Monroeville, PA 15146
Oct 22, 2019 7:30 AM EDT Phone: (724) 325-1776 | Fax: (724) 7331799 Page Tof 1



RIG w wecoron, ne Fly Ash Bench Sheet

RJLG ID: 10489353
Customer Sample # : JSF-BS-BG13-6.5/8.5-20191007

Slide1: 0 Slde2: 0 Slide3: 0 Slide4: 0 Fly Ash % 0%

Non-Fly Ash Clay

Components Misc. Silicates
Opaques
Quartz

Other Components:

Results Comments:

Brown Sediment

Analysis Date: 2019-10-22 Analysis Time: 07:31
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07:31:30.813
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil "

Initials: 0OF Date: 1o / zz / 19

Oct 22 2019 7:40 AM EDT 350 Hochberg Road, Monroeville, PA 15146

Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1 of 1



RIG 1w 1ecory i Fly Ash Bench Sheet

RJLG ID: 10489354
Customer Sample # : JSF-BS-BG13-11.5/13.5-20191007

Slide1: 0 Slide2: 0 Slide3: 0 Slide 4: 1 Fly Ash % 1%
Non-Fly Ash Clay Other Components:
Components Mica
Misc. Silicates
Opaques
Quartz
Results Comments:
Brown Sediment
Analysis Date: 2019-10-22 Analysis Time: 07:09
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07.09:22.763

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: 0F ‘ Date: /22 / 19

. 350 Hochberg Road, Monroeville, PA 15146
Oct 22, 2019 7:15 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1



RIG w tecoonn o Fly Ash Bench Sheet

RJLG ID: 10489355
Customer Sample # : JSF-BS-BG13-16.5/18.5-20191007

Slide1: 0 Slide2: 1 Slide 3: 1 Slide4: 0 Fly Ash % 2%
Non-Fly Ash Clay Other Components:
Components Misc. Silicates
Opaques
Quariz
Results Comments:
Brown Sediment
Analysis Date: 2019-10-22 Analysis Time: 07:03
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07:03:32.947

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: OF Date: jo[zZ /1 9

350 Hochberg Road, Monroeville, PA 15146

Oct 22, 2019 7:09 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page1of 1



RIG 1w tecrou, o Fly Ash Bench Sheet

RJLG ID: 10489356
Customer Sample # : JSF-BS-BG13-21.5/23.5-20191007

Slide1: 0 Slide2: 0 Slide 3: 2 Slide4: 0 Fly Ash % 2%
Non-Fly Ash Clay Other Components:
Components Misc. Silicates
Opaques
Quartz
Results Comments:
Brown Sediment
Analysis Date: 2019-10-22 Analysis Time: 07:40
Resuit Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07:40:48.777

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

intials: Date: |pfz2/i9

. 350 Hochberg Road, Monroeville, PA 15146
Oct 22, 2019 7:45 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page Tof 1



RIG w ecormy e ' Fly Ash Bench Sheet

RJLG ID: 10489357
Customer Sample # : JSF-BS-BG13-26.5/28.5-20191007

Slide1: 0 Slide2: 1 Slide 3: 1 Slide4: 1 Fly Ash % 3%

Non-Fly Ash Clay

Components Misc. Silicates
Opaques
Organic Particulate
Quartz

Other Components:

Results Comments:

Beige Sediment

Analysis Date: 2019-10-22 Analysis Time: 07:45

Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 07:45:22.55
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: DF Date: |6 [22/ iq

‘ . 350 Hochberg Road, Monroeville, PA 15146
Oct 22, 2019 7:50 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page Tof 1



RIG w1cccrom ne Fly Ash Bench Sheet

RJLG ID: 10489358
Customer Sample # : JSF-BS-BG13-0.0/0.5-20191008

Slide1: 0 Slide2: 1 Slide3: 0 Slide4: 0 Fly Ash % 1%
Non-Fly Ash Clay Other Components:
Components Misc. Silicates
Opaques
Organic Particulate
Quartz
Results Comments:
Brown Sediment
Analysis Date: 2019-10-22 Analysis Time: 06:53
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 06:53:08.22

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: D~ Date:  jo[zz //‘?

350 Hochberg Road, Monroeville, PA 15146

Oct 22, 2019 6:57 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 1of 1



RIG oo Fly Ash Bench Sheet

RJILG ID: 10489359
Customer Sample # : JSF-BS-BG14-3.0/5.0-20191008

Slide1: 2 . Slide2: 0 Slide3: 0 Slide4. 0 Fly Ash % 2%
Non-Fly Ash Opaques Other Components:

Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21 Analysis Time: 18:23

Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 18:23:06.54

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: @ Date: / ke }\J/ﬁ

' . 350 Hochberg Road, Monroeville, PA 15146
Oct 21, 2019 6:33 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 1of 1



—~
@‘u R} LeeGroup, Inc.

“Fly Ash Bench Sheet

RJLG ID: 10489360

Customer Sample # : JSF-BS-BG14-6.5/8.5-20191008

Slide 1: 1 Slide2: 0 Slide 3:

Non-Fly Ash Opaques
Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21
Result Last Modified By:  Allan Bullock

Images:

0 Fly Ash % 1%

Other Components:

Analysis Time: 14.37
Result Last Modified On: 2019-10-21 14:37:15.277

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: %

2

Oct 21, 2019 3:06 PM EDT

Date: /ﬁ‘/ oZ ////)

350 Hochberg Road, Monroeville, PA 15146
Phone: (724) 325-1776 | Fax: (724) 733-1799

Page1of 1



RIG wvexcrony o Fly Ash Bench Sheet

RJLG ID: 10489361
Customer Sample # : JSF-BS-BG14-11.5/13.5-20191008

Slide1: O Slide2: 0 Slide3: 0 Slide4: 0 Fly Ash % 0%

Non-Fly Ash Opaques Other Components:
Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21 Analysis Time: 15:09
Resuit Last Modified By:  Allan Buliock Result Last Modified On: 2019-10-23 10:53:58.167
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: @é Date: /75— A 3— // /

=

p . 350 Hochberg Road, Monroeville, PA 15146
Oct 23, 2019 10:57 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1



RIG 1w teccrom 1nc Fly Ash Bench Sheet

RJLG ID: 10489362
Customer Sample # : JSF-BS-BG14-16.5/18.5-20191008

Slide1: 0 | Slide 2: 1 Slide 3: 1 Slide4: 0 Fly Ash % 2%

Non-Fly Ash Opaques

Other Components:
Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21 Analysis Time: 16:30
Result Last Modified By:  Allan Bullock Result Last Modified On; 2019-10-21 16:00:04.55
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil &

Initias: & Date:  /f — R/ -~/ /ﬂ

. 350 Hochberg Road, Monroeville, PA 15146
Oct 21,2019 4:01 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1




RIG © ecorep e Fly Ash Bench Sheet

RJLG ID: 10489363
Customer Sample # : JSF-BS-BG14-21.5/23.5-20191008

Slide1: 0 Slide2: 0 Slide3: 0 Slide4: 0 Fly Ash % 0%
Non-Fly Ash Opaques Other Components:

Components Quartz

Results Comments:

Brown Sediment

Analysis Date: 2019-10-21 : Analysis Time: 16:03

Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 16:03:20.937

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil |

Initials: | ﬂ Date: /7] — R/ J/ 7

. 350 Hochberg Road, Monroeville, PA 15146
Oct 21, 2019 4:57 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 1of 1



R —— Fly Ash Bench Sheet

RJLG ID: 10489364
Customer Sample # : JSF-BS-BG14-0.0/0.5-20191008

Slide 1: 1 Slide2: 0 Slide3: 0 Siide4: 0 Fly Ash % 1%
Non-Fly Ash Opaques Other Components:

Components Quartz

Results Comments:

Brown Sediment

Analysis Date: 2019-10-21 Analysis Time: 16:59

Result Last Modified By:  Allan Buliock Result Last Modified On: 2019-10-21 17:19:29.983

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil f

Initials: % Date: /0/07)\_/)(]7

350 Hochberg Road, Monroeville, PA 15146

Oct 21, 2019 5:20 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page1of 1



RIG 1oy e Fly Ash Bench Sheet

RJLG ID: 10489365 ‘
Customer Sample # : JSF-BS-BG15-1.5/3.5-20191008

Slide1; 0 Slide 2: 1 Slide3: 0 Slide4: 2 Fly Ash % 3%
Non-Fly Ash Opaques Other Components:

Components Quartz

Results Comments:

Brown Sediment

Analysis Date: 2019-10-21 Analysis Time: 17:22

Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 17:39:01.27

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil |

Initials: ﬁd Date: /&" QJ\‘/ 7

. 350 Hochberg Road, Monroeville, PA 15146
Oct 21, 2019 5:40 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Page 1of 1



RIG 1 seccron ne Fly Ash Bench Sheet

RJILG ID: 10489366
Customer Sample # : JSF-BS-BG15-6.5/8.5-20191008

Slide1: 0 Slide2: 2 Slide3: 0 Slide4: 0 Fly Ash % 2%

Non-Fly Ash Opaques

Other Components:
Components Quartz

Results Comments:

Brown Sediment

Analysis Date: 2019-10-21 Analysis Time: 17:41
Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 17:55:37.927
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: ﬂ/; pate: /] R /- // ?

. 350 Hochberg Road, Monroeville, PA 15146
Oct 21,2019 5:56 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page Tof 1




—~
1?“\] RJ LeeGroup, Inc.

Fly Ash Bench Sheet

RJLG ID: 10489367

Customer Sample # : JSF-BS-BG15-11.0/14.0-20191008

Slide1: 0 Slide2: 0 Slide 3:

Non-Fly Ash Opaques
Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21
Result Last Modified By:  Allan Bullock
Images:

0 Slide4: 1 Fly Ash % 1%
Other Components:
Analysis Time: 18:01

Result Last Modified On: 2019-10-21 18:01:35.917

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossi

Initials: %

A4

" . 350 Hochberg Road, Monroeville, PA 15146
) 1 1
Oct 21,2019 6:17 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799

Date: //’/ /6;2/ —-’/%

Page 1of 1



RIG 1o, e Fly Ash Bench Sheet

RJLG ID: 10489368
Customer Sample # : JSF-BS-BG15-16.5/18.5-20191008

Slide 1: 1 Slide2: 1 Slide3: 0 Slide4: 0 Fly Ash % 2%

Non-Fly Ash Opaques

Other Components:
Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21 Analysis Time: 12:35
Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 12:52:41.073
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: /j) Date: /é —o2 / ‘// f

. 350 Hochberg Road, Monroeville, PA 15146
Oct 21, 2019 12:54 PM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1



RIG wteccrn nc Fly Ash Bench Sheet

RJLG ID: 10489369
Customer Sample # : JSF-BS-BG15-21.5/23.5-20191008

Slide1:. O Slide2: 0 Slide 3: 2 Slide4:. O : Fly Ash % 2%
Non-Fly Ash Opaques Other Components:

Components Quartz

Results Comments:

Tan Sediment

Analysis Date: 2019-10-21 Analysis Time: 13:27

Result Last Modified By: ~ Allan Bullock Result Last Modified On: 2019-10-23 10:55:41.37

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pooi28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossi

Initials: & Date: [0—28—/§

. 350 Hochberg Road, Monroeville, PA 15146
Oct 23, 2019 10:56 AM EDT Phone: (724) 3251776 | Fax: (724) 733-1799 Page1of 1



I%I(’ & LecGrom, Tne Fly Ash Bench Sheet

- J

RJLG ID: 10489370
Customer Sample # : JSF-BS-BG15-0.0/0.5-20191008

Slide1: 2 Slide2: 1 Slide3: O Slide4: O Fly Ash % 3%

Non-Fly Ash Opaques

Other Components:
Components Quartz

Results Comments:

Brown Sediment

Analysis Date: 2019-10-21 Analysis Time: 14:17
Result Last Modified By:  Allan Bullock Result Last Modified On: 2019-10-21 14:29:29.25
Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil §

Initials: ﬂ | Date:  /J—2/ \//?

v

) . 350 Hochberg Road, Monroeville, PA 15146
Oct 21, 2019 2:31 PM EDT Phone: (724) 325-1776 | Fax: (724) 7331799 Page 1of 1



Iﬁ]@ & LeeGronp, Inc. Fly Ash Bench Sheet

- )

RJLG ID: 10489371
Customer Sample # : QC_JSF-BS-BG14-11.5/13.5-20191008

Slide1: 0 Slide2: 0 Slide3: 0 Slide4: 0 Fly Ash % 0%

Non-Fly Ash Clay Other Components:
Components Misc. Silicates
Opaques
Quartz
Results Comments:
Tan Sediment
Analysis Date: 2019-10-22 Analysis Time: 06:45
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 06:45:43.897

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Fossil

Initials: D Date: 4o /&2//?

. 350 Hochberg Road, Monroeville, PA 15146
Oct 22, 2019 6:52 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1



RIG ©1eccrou, o Fly Ash Bench Sheet

RJLG lljb: 10489768
Customer Sample # : QC_JSF-BS-BG15-11.0/14.0-20191008

Slide1: 1 Slide2: 0 Slide3: 0 Slide4: 0 Fly Ash % 1%

Non-Fly Ash Clay

Other Components:
Components Opaques
Quartz
Results Comments:
Brown Sediment
Analysis Date: 2019-10-22 Analysis Time: 06:58
Result Last Modified By: Donald Fike Result Last Modified On: 2019-10-22 06:58:38.267

Images:

Image Path: \\hq.rjlg.com\dfs\Department\pool28-PA_Optical\2019 Completed Projects\TVA_John Sevier Foss

Initials: 0 [~ Date: o /2 2 //‘1

. 350 Hochberg Road, Monroeville, PA 15146
Oct 22,2019 7:03 AM EDT Phone: (724) 325-1776 | Fax: (724) 733-1799 Page 1of 1



Original Issue: 03/04/10

FLY ASH Form OPT-023A

Effective Date: March 2013 10% Quality Control Record Rev. 02
Approved By: Quality Assurance Page 1 of 1
Laboratory PLM RSD:
Job # Sample # Analyst Result QC Analyst Result Pass or Fail Retest? (Y or N) CV Value RSD Comments
AOH1055771-0 JSF-BS-BG14-11.5/13.5-20191008 AKB 0 DF 0 Pass No #DIV/0! #DIV/0!

JSF-BS-BG15-11.0/14.0-20191008 AKB 1DF 1 Pass No 0 2.7
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